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ABSTRACT: Complex materials are being developed for use in

future advanced aerospace systems. High-temperature materi-

als have been targeted as a major area of materials develop-

ment. The development of composites consisting of ceramic

or metallic matrix, and ceramic fibers or whiskers is cur-
rently being aggressively pursued internationally. These
advanced materials are difficult and costly to produce; how-
ever, their low density and high operating temperature range
are needed for the next generation of advanced aerospace
systems. These new materials represent a challenge to the
nondestructive evaluation community.

Video imaging techniques not only enhance the nonde-
structive evaluation, but they are also required for proper
evaluation of these advanced materials. Specific research

examples are given, highlighting the Impact that video sys-
tems have had on the nondestructive evaluation of ceramics.

An image processing technique for computerized determination

of grain and pore size distrlbution functions from micro-
structural images Is discussed. The uses of video and com-

puter systems for dlsplaying, evaluating, and interpreting

ultrasonic image data are presented.
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INTRODUCTION

Advanced high-temperature materials [I] are being developed for use
in the next generation of aerospace systems. Recently, considerable
attention has been given to monolithic SiC and Si3N 4 ceramic materials
[2] for these high-temperature applications. Research on monolithic
ceramics subsequently led to the current developmental research on
advanced high-temperature composites. These composites consist of par-
ticles, whiskers, or fibers in metal or ceramic matrices. A variety of
processing techniques are being investigated In an effort to produce
hlgh-temperature composites with optimized thermal and mechanical prop-
erties. Plasma spraying, reaction bonding, slurry pressing, and sin-
tering are typical techniques used to produce hlgh-temperature
ceramics. These processes often result in a material that has a w_dely
variable mlcrostructure. Typical microstructural variations, such as
poroslty, agglomerates, grain size, interracial structure between
phases, and orientation of phases and grains, all play a role in deter-
mining the material's properties. The importance and effects of these
microstructural variations on the composite material's thermal and
mechanical properties are being aggressively researched [I-8].

It is generally accepted that neither conventional x-ray radio-
graphic nor ultrasonic evaluation is able to identify, a priori, de-
fects that will eventually cause failure in ceramics. There are two
problems that prevent us from obtaining this crucial information a
priori. The first is that these ceramic materials, even the mono-
llthic ones, are complex systems that yield x-ray and ultrasonic data
that are d|fficult to interpret. For example, we found that standard
techniques for making ultrasonic attenuation measurements for metals
(i.e., single point measurements) were inadequate for monolithic ceram-
ics [9,10]; therefore, imaglng techniques are required. Ne must re-
evaluate and modify our NDE methods and theories and adapt them to
these new systems. The second problem is that the complicated struc-
ture of monolithic and composite ceramics has caused the modification
of NDE methods and theories to be slow and the interpretation of ultra-
sonic and radiographic data to remain ambiguous.

In spite of these problems, NDE technologies can be expected to
nonintrusively monitor and track processes that lead to the creation
of critically sized pores and the matrix-second phase interface in com-
posites. In order to assist in the develo;ment of these advanced
ceramic materials, NDE must reposition itself with respect to the mate-
rials' development; that is, NDE must be performed during the mate-
rial's processing rather than after the ceramic material has been pro-
duced. Perhaps NDE will have to be incorporated in situ and at the
end of each processing stage. In situ NDE during developmental proc-
essing of ceramic materials is a new conce:t that can be carried over
to total quality management during manufacturing.

Imaging by video and computer systems has proven crucial to pro-
moting NDE technology to the level where it can have an impact on the
development of advanced high-temperature materials. These systems have
been instrumental in guiding and expanding NDE technologies toward the
in sltu processing environment. The work presented herein gives an
overview of two new image-intensive techniques developed specifically





for assisting in producing these advanced materials: tone-pulse encod-
ing of microstructural images, to determine microstructure size distri-
butions; and precision acoustic imaging of porosity variations produced
during sintering.

MICROSTRUCTURESIZE DISTRIBUTIONS

Material characteristics, such as tensile strength, hardness,
yield stress, fracture stress, impact resistance, and fracture tough-
ness, are directly related to grain, porosity, and whlsker size distri-
butions. Thus, prediction of these properties requlres detailed
knowledge of the related size distributions. The theoretical determi-
nation of size distributions has received considerable attention

[11]. Several accepted techniques determine the mean grain or pore
size without measuring the size distribution function. These tech-
niques, however, are not applicable to any arbitrary system; the
researcher must often determine which method will yield the most accu-
rate data. The guidelines for making this decision are quite general
and, as such, can lead to considerable error in the results [II].

In thls section, an objective technique is described for determln-
Ing the grain and pore size distribution functions from a metallograph-
Ica]ly prepared sample. The resulting relationship is two-dimensional
and yields the grain and pore size distriOution functlons from which
the mean shape, size, and orientation can be obtained.

The theory for the tone-pulse-encoding technique can be found else-

where [12]. Briefly, a microstructural image (Fig. l) is dlgitally

recorded into a 512 by 512 pixel array by a video camera attached to a

computer-controlled video dlgitizer. This image may reveal grain and

pore boundaries. The preferred, but not required, method is to work

with images that reveal only one feature such as grains or, perhaps,

pores.
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Fig. 1 -- Digitlzed image of graln
structure.





A two-dimensional gradient of the image (Flg. 2) is used to enhance
the boundaries of the feature that we are interested in. The optical
noise in the gradient image is removed by using a two-level gray scale
to highlight the boundaries. Next, a tone-pulse-encoded image contain-
ing the fundamental harmonics of each grain is generated. The tone
pulse begins and ends at a grain boundary and has a width equal to the
width of the grain. The amplitude of the tone pulse is inversely pro-

portional to the width. A new tone pulse is started at an adjacent

grain boundary, which generally has a different width. This is done

digitally, starting from the center of the image and proceeding out-

ward along the radius to the perimeter of the image. The process is

repeated for all angles (0 to 2_ rad) so that a frequency-encoded image

appears as shown in Fig. 3.
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Fig. 2 -- Two-dimensional gradient
of Fig. 1 exhibits enhanced graln
boundaries.

Fig. 3 -- Tone-pulse-encoded image.





Fig. 4 -- Density of length components
as a functlon of reciprocal vector s.

The density of length components JFm(s,O)Js (Fig. 4) is obtained
by multlplylng the two-dimensional Fourier transform, IFm(S,¢)J of
the tone-pulse-encoded image by the magnitude s of the radial vector.
Here _ is the polar angle and s is the reciprocal vector of the
spatlal vector r' By replacing s with I/r' in JFm(s,O)Js, we
obtaln the density of length components P(r',¢) as a function of
length r' as shown in Fig. 5. The mean grain length D(O) along any
dlrection is obtained from P(r',O) and is given by

IP(r' r'
D(¢) _ r'

r'lP(r',@) I

(1)

Equation I yields the mean grain shape from which the orientation can
be obtalned.
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Fig. 5 -- Density of length components
as a function of length.





The tone-pulse-encoding technique can be modified for determining
poroslty (Fig. 6) size distributions. The area that is tone-pulse
encoded between the pores is maskedout so that only the pores are
tone-pulse encoded. Subsequent processing yields the porosity size
distribution function.

J,-i I-_20PIXELS

20 PIXELS _'1 I-',

MEANPORE

Y

PI XELS

Fig. 6 -- Photomicrograph of pores, density
of length components, and mean pore. Image
of pores is enhanced by clipping data above a
predetermined level to a constant value.





PRECISIONACOUSTICIMAGING

Ultrasonic imaging can be done by several techniques. The most
commonis that used by commercially available ultrasonic immersion
C-scanning systems. An ultrasonic waveof knownamplitude Ao is
transmitted through a sample as shown in Fig. 7. The final amplitude
Af or C-scan image is a representation of relative attenuation or
energy lost by the ultrasonic wave during its trip from the transmit-
ter to receiver. Unfortunately, C-scan images are not representations
of the energy lost by the ultrasonic wave solely because of the inter-
nal structure of the sample. The ultrasonic reflection coefficients
at the water-to-sample interfaces, which are generally assumed to be
constant, are actually large and varying. These reflection coeffi-
cients must be Included In the analysis to determine the actual energy
loss, or attenuation, due to the inner structure of the sample, and
they must be used in determining the accuracy of the acoustic image as
well as the accuracy of the imaging technique. For this reason, the
equations for determining the uncertainty in the measurement of ultra-
sonic attenuation are hlghlighted in this work.

First conslder the immersion scanning method. To obtain the

reflection coefficient at the back surface, a modified two-transducer

arrangement must be used (Fig. 8), where the transducers are both

transmitters and receivers. The uncertainty o: in the attenuation
measurement for this immerslon arrangement is given by

: 2-_-x [ I 1 - 2 2 2 2Rf_ (I-Rb_

112

(2)

where S/N is the signal-to-noise ratio of the input ultrasonic pulse,

is the measured attenuation, and Rf and Rb are the reflection
coefficient magnitudes on the front and back surfaces of the sample,

respectively, and x is the sample thickness.

An alternative technique to immersion scanning is contact scanning.

The experimental arrangement for thls technique, which uses a single
transducer to make preclse and accurate attenuation measurements, is

shown In Fig. 9. An ultrasonic wave is introduced into the sample via
the buffer rod-couplant-samp]e (BCS) interface. The ultrasonic wave

subsequently echoes wlthln the sample. By measuring both the reflec-
tion coefficient [13] Rf at the BCS interface, and the appropriate

echoes, the ultrasonic attenuation can be determined. The uncertainty

In the attenuation measurement for this contact arrangement Is given by
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Note that the sample need not be air backed. That is, IRbl may be
less than one.

(3)
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Fig. 7 -- Standard immersion ultrasonic C-scanning arrangement.
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Fig. 8 -- Modified immersion ultrasonic scanning arrangement
needed for determ|nlng reflection coefficlents at front and
back surfaces.
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Fig. 9. - Configuration for contact ultrasonic measurements.

Equations 2 and 3 are shown graphically in Fig. I0. The

experimental conflguration having the lowest uncertainty values

obtained from Eqs. (2) and (3) is shown. The solid line in the figure

can be used to make a decision about which technique should be applied

for a particular experimental sample. Above the solid line a precision

contact pulse-echo measurement is preferred. Below the solid line an
immersion through transmission yields the least uncertainty in the
attenuation measurement.

Immersion ultrasonic systems generally have similar reflection co-
efficients for Rf and Rb. The uncertainty is symmetric with respect
to the Rf = Rb axis for immersion measurements. The long-dashed
line in Fig. I0 indicates the path used to determine the uncertainty.
Many solid materials will fit on this curve between 0.84 and 0.97.

Figure II shows the uncertainty for Ni, Pb, AI, PMMA, PMC, AIO 2, W,
Si3N 4, and SiC for both immersion (Rf = Rb) and contact ultrasonic
methods. When evaluating Ni, SiC, Si3N 4, AIO 2, and W, the contact
pulse-echo method yields the least uncertain and the most accurate
attenuation measurement. For example, if we consider using the im-
mersion scanning technique with a tungsten sample, the reflection coef-
ficients are Rb : Rf : 0.97, so we obtain a' = 4.52. Here we assume
that 2_x = I and _ = I for comparison, and c' = ]ogC_/:(S/N)]. The
same sample in a contact scanning system will have Rf = 0.74 and
Rb = 1.0, to yield _' = 3.14. Therefore, for tungsten, contact scan-
ning will yield a more accurate result.
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Fig. 10 -- Uncertainty in the attenuation as a function of
front and back surface reflection coefficients for both immer-
slon and contact ultrasonic scanning. Above the solid line the
contact scanning method is more accurate. The long-dashed line
indicates the uncertainty for the immersion arrangement where
the sampTe has identical reflection coefficients on both

sides. Here, 2_x : I, _ = I, and _' = log[o_/_(S/N)].

A precision acoustic scanning system (PASS) is shown in Fig. 12.
A detailed description of the operation and use of the PASS is given
elsewhere [9-10, 13-14]. Briefly, an ultrasonic wave transmitter-
receiver (transducer) is scanned over the surface of the sample.
After collection and subsequent Fourier analysis of the appropriate
waveforms, an accurate determination of velocity and attenuation can
be made. This is done at different positions on the sample, in an
organized array. The resultant data yield velocity and attenuation
maps that are dlsplayed on a video system.
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Fig. ]] -- Uncertainty comparison for several materials. For
A]02, Ni, N, SiC, and Si3N 4, the uncertainty is lower with a
contact scannlng method. Curves are generated from Eqs. 2 and
3. Here, 2_x = ], _ = ], and a' = log [o_/_(S/N)].

A typical data set, from which approximately 25 images can be
obtalned, will contain about 2000 waveforms, 2000 Fourier soectra, and

40 000 attenuation and velocity values. The original acquired data

uses about 20 Mbyte of computer memory storage, whereas the reduced

data set contalning the attenuation [13], velocity [lO], and reflec-

tion coefficient [13] images occupies about 5 Mbyte.

Evaluating an image often requires examination of both the raw and
reduced data for a particular point in the Image. A data retrieval

program provides the necessary interface to allow immediate retrieval

of data, which are displayed in a video image overlay. For example,

the data for one point (determined by the cursor location) in an ultra-

sonic image of velocity (Fig. ]3) are displayed in an overlay as shown

in Fig. 14. This display contains waveforms and their Fourier spectra,
reflection and attenuation coefficients (which may be used to determine

accuracy), phase velocity as a function of frequency, and group veloci-

ty (determined by cross correlation). We need to examine all of these

data for irregularities when evaluating a particular point on the

ultrasonic image. For example, if a quantitative measure of the dif-
ference in density between two points is needed, it can be determined
from the group velocity at these points on the appropriate overlays.
Also, the frequency dependence that attenuation exhibits has been
related to the subsurface pore or flaw sizes [15], the state of the
recrystallization in metals []6], and the mean grain size []7]. Easy
access to thls type of informatlon is made possible by the use of a
video system.
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Fig. 12. - Precision acoustic scanning system (PASS).
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Fig. 13 -- Ultrasonic image of SiC produced by the PASS. Cursor
indicates the physical point on the sample that needs to be
evaluated. Area shown is 2 cm x 2 cm.

_1.13

ORIGINAL PAGE IS

OF POOR QUALITY

13





4ee USEC FS21T)

NRGNITUDE BI{F}

B2{F}

\\
\

RIF}

DATE: 7-DEC-89
PHRSE VELOCITY RTTENUATIO_i, (r4/CM) SAMPLE ; s2ego3.DAT

.e5 (%CR.CORR VEL.)'5

B2[T)

PHASE B1 (F)

B2{F)

DEN. (G/CC):2,99
THICKNESS (CM): .3933
COORD. {MM, X: 39 Y: 37
TRRNS. FREQ. (MHZ}: 5e
CR. CORR, %/EL. (CM/USEC): L1359

PHASE %/ELOCITY {lee MHZ): 1.1673

Fig. 14 -- Pop-up screen revealing data that are obtained for
cursor posltion shown in Fig. 13. This screen contains all
required data and analysis for proper evaluation of the ceramic
at this cursor position.

Video and computer systems have also played a crucial role in the
interpretation of ultrasonic data. In the past, only a few measure-
ments would have been taken at a small number of positions in order to
ultrasonically, nondestructively evaluate a material. The data
obtained from these measurements would have been averaged, and the
standard deviation determined. These two values, the average and the
standard deviation, would then be used to classify the sample. How-
ever, these two values may not be sufficient for giving a full under-
standing of the internal structure of the material. For example, from
nine measurements we can calculate the average ultrasonic attenuation
and its standard deviation at I00 MHz in a ceramic sample as I.I and
0.3 Np/cm, respectively. But this information does not describe the
cloudlike attenuation structure [I0] revealed in the pass-obtained
video image of that sample (Fig. 15). Another example of video
imaging's impact on the interpretation of ultrasonic data is shown in
Figs. 16 and 17. Previously, ultrasonic attenuation in ceramics was
believed to be due to diffractive scattering from individual grain and
pore boundaries; therefore, an increase in the number or size of gores
yielded an increase in the attenuation. These figures dramatically
show that the high ultrasonic attenuation observed is due to diffrac-
tive scattering at regions exhibiting large velocity (density) gradi-
ents [9], not increased porosity.

14





ORIGINAL PAGE

COLOR PHOTOGRAPH

ATTENUATI ON,

Np/cM

2.5

_0

Fig. 15 -- Pass-produced ultrasonic attenuatlon image of SIC.
Video image reveals the cloudllke porosity structure within the

sample. Disk has a diameter of 4 cm.

ORIGINAL PAGE IS

OF POOR QUALITY

15





ORIGINALPAGE
_I_LORPHOTOGRAP.H

Fig. 16 -- Pass-produced ultrasonic velocity imageof SiC.
Video Image reveals a pear-shaped pattern in porosity struc-
ture. There is a sharp boundary between high and low density
regions. Area shownis 2 cm x 2 cm.
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Fig. 17 -- PASS-produced ultrasonic attenuation image of sample
region in Fig. 16. Video image reveals high attenuation

at sharp hlgh-to-Iow density boundaries. Area shown is
2 cm x 2 cm.

O

SUMMARY

In summary, advances in the nondestructive evaluation of materials'

microstructure have been made possible by incorporating video systems

into the material eva]uation process. A video image processing tech-

nique for computerized determination of pore and grain slze distribu-

tions has been described. The impact of the use of video systems on
the display, evaluation, and interpretation of ultrasonic data for

advanced ceramics has been highlighted.
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